
            TEST REPORT
CT F : 27

CUSTOMER INFORMATION REPORT AND SAMPLE INFORMATION

DEEYA PANEL PRODUCTS PVT LTD
A1/4906/10 Near Karmatur Chowkdi
 GIDC, ANKLESHWAR (GUJARAT),
Vadodara-393002,
GUJARAT, India.
Kind Atn :Atul Sharma
Reference No.:
Reference Date: 17-3-2020

ULR No : TC76952000003658
Test Report No : R200300224.002 Test Report Date : 08-6-2020
Date Sampled : Not Provided Received Date : 11-3-2020

Date Analysed : 17-3-2020
Sample Type : Plastic
Condition : Sample Received in Plastic  aa
Sample Desc : 12mm

 

SrNo TEST DESCRIPTION RESULTS TEST METHOD

1 Water Absorption Test at RT for 22 Hrs % 0.105 Lab Procedure

2 Tensile Strenath MPa 6.42 ASTM D 412 2002

3 Elonaation % 7.0 ASTM D 412 2002

Authorized By

Smita Subandh
Laboratory Manaaer

  

Note :  1. Samplina is done by the party. The Test Result pertain to the sample(s) received for testina without preeudice of its lot, batches, source or process. 

                  2. Comments aiven in the report are advisory only & shall not be used in case of leaal maters. Test Reports shall not be reproduced without writen consent of Chem-Tech. 
                   3. Sample will be retained for one month from the date of testina unless otherwise specifed by the customer. 

 4. The Laboratory is accredited under ISO/IEC 17025.#Indicates that the analyte is not mentioned in the published method scope. § Indicates that the method is not in Scope of
     Accreditation of the laboratory.
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